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Applicant: T & A Textile Co., Ltd. Date:  Oct 29, 2013 
 No. 19, Lane 7, Xiyuan Rd., 

Zhongli City, Taoyuan County 32057, 
Taiwan, R.O.C. 
  
  

 

 
 
Sample Description :  

One (1) piece of submitted sample said to be 20D/400T 100% Nylon woven fabric, in Gray. 
 
Applicant’s Provided Care Instruction/Label :  
Hand Wash 
 

 
Date Received/Date Test Started : Oct 21, 2013 
Order No. : - 
Style No. : DTRNF13-SDC   
Mill : - 
Buyer’s Name  : - 
Agent’s Name : - 
Brand Name : - 
Ref. : -  
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1 Tearing Strength As Received (ISO 13937-1:2000, Elmendorf Tear Tester): 

 
    
Warp 53 N  
Weft 43 N  
 
Remark : N = Newton 

 
2 Air Permeability As Received (ASTM D737-2004): 

 
    
 0.408 cm3/cm2/sec  
 
Remark : Test Pressure = 125 Pa 

Test Area = 38cm²  
 

3 Spray Test After Wash (AATCC 22-2010): 
Washing Condition :  20 Cycles Of Hand Wash At 80°F, Line Dry. 
 
    
Rating Individual Reading  
Specimen 1 90  
Specimen 2 90  
Specimen 3 90  
 
Remark :  Tested on the face side. 
Remark : Rating 100 – No sticking or wetting of the specimen face. 

Rating 90 – Slight random sticking or wetting of the specimen face. 
Rating 80 – Wetting of the specimen face at spray points. 
Rating 70 – Partial wetting of the specimen face beyond the spray points. 
Rating 50 – Complete wetting of the entire specimen face beyond the spray points. 
Rating 0 – Complete wetting of the entire face of the specimen. 

 
 

End of Report 
 
This report is made solely on the basis of your instructions and/or information and materials supplied by you. It is not intended to be a recommendation for any particular course of action. 
Intertek does not accept a duty of care or any other responsibility to any person other than the Client in respect of this report and only accepts liability to the Client insofar as is expressly 
contained in the terms and conditions governing Intertek's provision of services to you. Intertek makes no warranties or representations either express or implied with respect to this report save 
as provided for in those terms and conditions. We have aimed to conduct the Review on a diligent and careful basis and we do not accept any liability to you for any loss arising out of or in 
connection with this report, in contract, tort, by statute or otherwise, except in the event of our gross negligence or wilful misconduct. 
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