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TEST REPORT

 
Applicant: T & A Textile Co., Ltd. Date:  Nov 08, 2011 
 No. 19, Lane 7, Xiyuan Rd., 

Zhongli City, Taoyuan County 32057, 
Taiwan, R.O.C. 
  
  

 

  
 
Sample Description :  

One (1) piece of submitted sample said to be 100% Nylon 15D/400T dobby woven fabric, in Blue. 
 
Applicant’s Provided Care Instruction/Label : - 

 
Date Received/Date Test Started : Nov 03, 2011 
Standard : - 
Style/Article No. : NFJ0983-T 
Order No. : - 
Mill : - 
Buyer’s Name  : Camp 
Agent’s Name : - 
Brand Name : - 
Ref. : -  
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TEST REPORT

1 Water Vapour Permeability As Received (ASTM E96-1995, Procedure BW, Inverted Water Method): 
 
    
 14,060 g/m2/24 hrs  
 
Remark : Tested Condition : Temperature : 23ºC 

Relative Humidity : 50%±2% 
 

2 Hydrostatic Head Test As Received (ISO 811-1981, Pressure Gradient At 60 Mbar/Min Water Pressure): 
 
    
 3,540 mm  
 
Remark : Tested on the face side. 
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